No. AE026 Certificate of Analysis

Product Name: Poly(ethylene glycol)-bis-stearamide (Mw ~ 3,400 Da)
(Lot #220504RAI-A)
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FTIR Analysis: Collected from Nicollet Avatar 380
A spectrometer with ATR Smart Orbit and analyzed in
k ' transmission mode.
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H-NMR Spectrum of copolymers in CDCI3 (Bruker >300 MHz,
PINMRF) NMR of PEG-steamide copolymer (*PEG Manufacturer
nominal Mw = 3400 Da).

Structure of PEG-bis-Stearamide
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