No. AKO010 Certificate of Analysis x&lgsgjlggtf

Product Name: Methoxy Poly(ethylene glycol)-b-Poly(D,L-lactide-co-
glycolide) (Mw ~ 5,000:10,000 Da, 50:50 LA:GA) (Lot#: 230919RAI-B)
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g - P e r B (ThermoFisher) and analyzed in transmission mode.
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H-NMR Spectrum of copolymers in CDCI3 (Bruker >300 MHz, PINMRF)
NMR of mPEG-PLGA copolymer: EG*/LA-GA =117*/77-76 (Mn
EG*/LA:GA 5154*/5513-4395 Da)
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GPC-ES Analysis Method: Waters Breeze 2 system with 1 ml/min THF flow across three GPC columns. Detection via
refractive index, calibrated against polystyrene standards.

Polymer M (from GPC) Mw (from GPC) PDI
MPEG-PLGA 14,603 19,090 1.31
PEG precursor 5165 5880 1.14

. Structure of mMPEG-PLGA copolymers
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