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No. AK132               Certificate of Analysis 
Product Name: Methoxy Poly(ethylene glycol)-b-Poly(D,L-lactide) copolymers 
(MW ~750-500 Da) (Lot#: 170512NAE-A) 
 

 

 
H-NMR Spectrum of mPEG-P(D,L)LA copolymers in CDCl3 

(Varian Inova 500 MHz instrument), NMR of mPEG-P(D,L)LA 
repeat units: EG-LA = 17*-7 (Mn = 749*-480 Da) 

 

 
FTIR Analysis: Collected from cast-film on salt-plate 

placed in Protégé 460 Spectrometer (Nicolet) and analyzed in 
transmission E.S.P. mode. 

 
• Inherent Viscosity 

Viscosity determined at using Rheosense Microviscometer equipped with thermal control module. 
Measurement Condition Average +/- Standard Dev (N = 3) 
2 % w/v DCM, 25°C  0.06 +/- 0.002 dL/g 
 

 
• Structure of mPEG-P(D,L)LA copolymers 

 


