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No. AO003               Certificate of Analysis 
Product Name: Poly(vinyl phosphonate) sodium salt (Inherent Viscosity 

~ 0.3 – 1.0 dL/g) (Lot # 220923RAI-A) 

 
H-NMR Spectrum of copolymers in CDCl3 (Bruker ≥300 MHz, PINMRF) NMR of PVP copolymer 

 

Inherent Viscosity: Analysis Method 1% solution in deionized water tested on Rheosense Microvisc against 

deionized water at 25 ⁰C. 
 

Inherent viscosity 0.531 ± 0.007 dL/g 
 

• Structure of Poly(vinyl phosphonate) sodium salt 

 

 


